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X-Ray Measurements of Noncapillary Spatial Fluctuations from a Liquid Surface
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Off-specular diffuse x-ray scattering measurements on both pure water and a homogeneous Langmuir
monolayer of poly-g-benzyl-L-glutamate (PBLG) on water establish the validity of a proposed sum
rule for scattering from capillary fluctuations on liquid surfaces. Excess scattering above the predicted
capillary contribution is observed when the PBLG monolayer is compressed beyond its elastic limit.
This is interpreted in terms of a second-layer inhomogeneity with a surface correlation length of
,1000 Å. Excess off-specular scattering can be used to probe interface correlation lengths from 100 Å
to 1 mm. [S0031-9007(98)07353-0]

PACS numbers: 68.10.–m, 61.10.Eq, 61.10.Kw, 68.35.Ct
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The availability of lasers in the 1960s facilitated the firs
concerted application of low-angle diffuse scattering t
the study of critical fluctuations in bulk condensed matte
[1,2]. Later development of high brilliance x-ray source
extended these studies to shorter lengths and other m
rials that cannot be probed with visible light [3,4]. With in-
creasing appreciation for the effects of reduced dimensio
in statistical physics and with refined instrumentation
x-ray and neutron scattering were widely applied to stud
two-dimensional (2D) critical properties of solid surface
[5–7]. However, it is known that the periodic potential o
the solid substrate suppresses certain classes of cont
ous 2D phase transitions [8,9]. Consequently attenti
was directed to the study of similar phenomena on liqu
surfaces.

Two x-ray scattering techniques have served as use
probes for fluctuations on liquid surfaces. First, grazin
incidence diffraction has been used to characterize surfa
structures on intermolecular length scales. The seco
technique, analogous to the static critical light scatterin
methods, is diffuse scattering at small angles away fro
specular reflection [10–12]. Until recently, quantitativ
application of this technique to liquid surfaces [13–20] ha
been mostly limited to characterization of thermal diffus
scattering (TDS) [11], which arises from 2D surface heig
fluctuations due to thermally excited capillary waves [21
23]. As Sinhaet al. have shown [10,14], the TDS from liq-
uid surfaces diverges algebraically at the angle for specu
reflection with strong tails extending out into the surround
ing off-specular regions. We show here that calculation
the angular dependence of TDS for homogeneous liqu
surfaces allows one to quantitatively separate TDS fro
subtle diffuse scattering effects arising from other surfa
inhomogeneities. This ability is essential to the utility o
small-angle off-specular diffuse x-ray scattering (OSDX
for quantitative characterization of noncapillary surface in
homogeneities [24].

We first demonstrate the application of a sum rule th
leads to asimplenormalized form of the capillary-wave
TDS cross section predicted by Sinhaet al. [10,14]. With
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this sum rule, the intensity of the OSDX can be calc
lated with no additional adjustable parameters beyon
those required for x-ray specular reflectivity(XR). We
apply the result to both pure H2O and a close-packed ho
mogeneous Langmuir monolayer (LM) formed by poly-g-
benzyl-L-glutamate (PBLG) molecules on water. Whe
the PBLG film is compressed beyond the elastic limit f
the monolayer, we find excess scattering above the ca
lary contribution that can be quantitatively interpreted
terms of surface inhomogeneities with a correlation leng
of ,1000 Å.

The scattering kinematics are illustrated in Fig. 1. F
x rays incident at anglea and scattered at anglesb to
the surface and2u to the incident plane, the wave vecto
transfer has componentsqz  s2pyld fsinsad 1 sinsbdg
and qxy  s2pyld fcos2sad 1 cos2sbd 2 2 coss2ud 3

cossad cossbdg1y2, normal and parallel to the surface
Capillary waves give rise to interfacial height-height co
relations of the liquid surfacegsrxyd  kfhsrxyd 2 hs0dg2l

FIG. 1. Measured normalized intensityDIyI0 as a function of
b 2 a at fixed a for a bare water surface. The solid line
are theoretically expected curves. The inset is a schematic
the incident-planes2u  0d scattering geometry used in the XR
and OSDX.
© 1998 The American Physical Society 3455
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which vary logarithmically [10,14,23], when the distanc
rxy is smaller than a gravitationally imposed cutoffs,mmd
and large compared to the molecular size,d. Therefore,
scattering from liquid surfaces does not possess a t
specular reflectionf,ds2dsqxydg, and the surface scattering
may be considered entirely as “diffuse.” Neglecting th
effect of the gravitational low-q cutoff (which is too small
to measure with realistic resolutions), the differential cro
sectiondsydV is described by a power-law singularity o
the form1yq

22h
xy for h  skBTy2pgdq2

z , 2 [10,14,20],
whereg is the surface tension. Normalization ofdsydV

can be accomplished by taking into account the smallrxy

behavior which requires thatgs0d  0. Since the deriva-
tion of Ssqxyd , 1yq

22h
xy by Sinhaet al. [10] is based on

Fsqxyd h 2D Fourier transform (FT) of expf2 1
2 gsrxyd 3

q2
z gj, it follows that the inverse FT evaluated atrxy  0,

obtained by summingFsqxyd over all capillary modes with
qxy # qmax , 2pyd, must be unity. The application of
this sum rule leads to a simple and physically meaning
normalization ofSsqxyd from Eq. (2.32) in Sinhaet al.
[10], without the need for a specific resolution functio
[14]. For the scattering from ahomogeneousliquid
surface (i.e., conformal roughness of all interfaces) w
capillary fluctuations, one obtains [20]

1
A0

√
ds

dV

!
0


N
q2

z
jF0sqzdj2

2ph

q2
xy

√
qxy

qmax

!h

, (1)

where A0 is the cross sectional area of the incide
beam and N  sqcy2d4TFsadTFsbdyf16p2 sinsadg.
qc  s4pyld sinsacd is the critical wave vector for total
reflection (qc  0.0218 Å21 for water) and the Fresne
transmission factorTFsad [10] is related to the Fresne
reflectivity RFsad of an ideally flat interface through
TFsad  s2ayacd2

p
RFsad [25]. A surface structure fac-

tor F0sqzd can be defined as the 1D FT ofdskrT0szdly
r`dydz, where r` is the bulk electron density, and
krT0szdl is the average local electron density profilein
the absence of thermal capillary waves. This “intrinsic”
profile krT0szdl [11,20,21] is to be distinguished from
the total average densitykrszdl, which is obtained by
convolutingkrT0szdl with the distribution of interfacial
heights induced by capillary-wave roughness. In order
obtain the number of photons scattered into the detec
normalized to the number incident on the surface (i.
IyI0), we carry outa precise numerical convolution of (1
with the slit-defined resolution function[20,26].

Details of our Langmuir trough, film preparation, an
compression methods have been given previously [27,2
The temperature of the pure water subphase was m
tained at 23±C. The surface tension of a film-coate
surface is given byg  gw 2 P, wheregw is for the bare
water surface (72.3 dynycm), andP is the surface pres-
sure, monitored by a Wilhelmy plate. Polydisperse PBL
[29] monolayers were spread at a specific areaA .

23 Å2ymonomer from a trifluoroacetic acidychloroform
solution (3%:97% by volume) [30] with a concentra
3456
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tion of 0.42 mgymL and compressed at a rate,0.01
sÅ2ymonomerdys. The PBLG molecule, due to its
a-helical conformation, resembles a rodlike structur
approximately 150 Å in length and 13 Å in diameter
[30,31]. On water these rods lie down parallel to th
interface [31].

X-ray experiments were carried out using the Harvard
BNL liquid surface spectrometer [27] on Beamline X22B
at the National Synchrotron Light Sourcesl  1.55 Åd.
For both XR and OSDX, the center of the detector (Na
scintillator) slits lies in the incident planes2u  0d. For
XR, the reflected intensity atb  a (or qxy  0) is mea-
sured as a function ofqz  s4pyld sinsad, while OSDX
was measured as a function ofb at fixed a. For both
measurements the background was eliminated through s
traction of intensities from identical scans taken with2u

offsets of 60.3±. The results were normalized to the
incident intensity and analyzed in terms of the theoret
cal predictions for the differenceDIyI0 ; hIs2u  0d 2

s1y2d fIs10.3±d 1 Is20.3±dgjyI0 [20]. The rectangular
detector slits, locatedL  621 mm from the sample cen-
ter, of sheightHd 3 swidth Wd give an angular resolution
of db  HyL andds2ud  WyL. The slit sizes in mm
weresH, Wd  s2.5, 3.0d for XR, (1.1, 3.0) forb scans on
water, and (1.0, 3.0) forb scans on PBLG films.

Figure 1 showsDIyI0 for b scans taken on water. The
local density profilerT0srd  krT0szdl at any point
on the simple waterygas interface is a step function, so
that F0sqzd  1 [13]. The solid lines are calculated
values of DIyI0 using the known temperature, surface
tension, andqmax  pys1.4 Åd  2.25 Å21 as obtained
previously for water [13]. The calculation involvesno
adjustable parameters. The theory agrees excellently
with the measurements for both the specular and of
specular data. Conservative estimates of uncertaint
in the experimentally determined parameters (T , g, db,
ds2ud, etc.) lead to errors in the shown curves that ar
much smaller than the size of the symbols for the data.

The validity of the formula (1) was tested again for a
less simple interfacial structure using the PBLG LM on
water. Figure 2(a) shows typicalP-A isotherms, sug-
gesting a monolayer-bilayer transition with the platea
indicating coexistence of the two phases [31]. Spec
lar reflectivity R, given by the convolution of Eq. (1)
with the detector resolution function centered atb  a,
can be used to obtain the structure factorF0sqzd of the
film coated surface. The XR data measured on a PBL
film at pointsA  s19.2 Å2ymonomer, 7.8 dynycmd and
B  s9.7 Å2ymonomer, 8.8 dynycmd in the isotherm are
shown asRyRF in Fig. 2(b). The solid curves in Fig. 2(b)
are fits based on a box model [28] forkrT0szdl. Assum-
ing that the smallest capillary wavelength is on the orde
of the PBLG rod diameterd , 12.6 Å, we take the value
for qmax , 2pyd  0.5 Å21. The fact that the results are
not sensitive to the precise value ofqmax is discussed else-
where [20,21]. The profileskrT0szdl plotted in Fig. 2(c)
correspond to a best fit. The film is clearly a monolayer a
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FIG. 2. (a) P-A isotherms for PBLG films atT  23 ±C,
showing a continuous scan (—) and a relaxation scansdd, in
which the film is relaxed at givenA until DP over 5 min is
,0.05 dynycm. (b) Normalized reflectivityRyRF at points
A and B in (a). Fits (—) are based on Eq. (1), detecto
resolutions, and average local electron densities in (c), wh
qmax  0.5 Å21 is assumed.

A and an incomplete bilayer atB, with each layer thickness
being close to the PBLG rod diameter.

Measured differencesDIyI0 vs b from the PBLG film
on water are shown in Fig. 3(a) for the monolayer atA and
in Fig. 3(b) for the bilayer atB. The solid lines correspond
to the theoretically predictedDIyI0 using Eq. (1), the
known parameters [T , g, db, ds2ud, etc.], and the XR-
based density profilekrT0szdl. The very good agreemen
between data and theory shown in Fig. 3(a) justifies t
assumption that all of the surface diffuse scattering is TD
from the capillary fluctuations, and that themonolayer
is homogeneous. By contrast, Fig. 3(b) shows that t
measured scattering from the PBLGbilayer at B exceeds
the values predicted on the assumption of a homogene
bilayer by up to a factor of 2. In view of the fact tha
the structure factorF0sqzd was obtained by fitting the XR,
the data nearb  a agree with the model; however, the
off-specular intensity is consistently higher than predicte
This is more clearly evident in Fig. 4, showing the ratio o
the data to the solid curves in Fig. 3(b).

In case of lateral density or noncapillary height fluctu
tions at the interface,dsydV has another term beyond (1
that corresponds to scattering due to nonzerodrT0srd 
rT0srd 2 krT0szdl. Both the lower density in the sec
ond layer and the diffuseness of the layerygas interface
evident inkrT0szdl for the PBLG bilayer [Fig. 2(c)] are
suggestive of greater density fluctuations in the new
formed second layer than in the first layer. Therefor
it is reasonable to assume that the extra scattering co
mostly from microscopic inhomogeneities in the seco
layer. Examples of possible microscopic origins includ
(i) a distribution in the heights of molecular centers
the second layer, (ii) deviations in the orientation o
molecular axes from being parallel to the interface, a
(iii) molecular density variations within the second layer

Since our data cannot distinguish between these,
analyze the excess scattering by modeling the seco
r
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FIG. 3. MeasuredDIyI0 vs b 2 a for PBLG (a) monolayer
at A and (b) bilayer atB in Fig. 2(a). The solid curves (—)
theoretically expected forhomogeneousPBLG films are based
on Eq. (1), detector resolutions, andkrT0szdl in Fig. 2(c).

layer inhomogeneity as follows. The local electron de
sity within the second layer is assumed to be constan
r2  r`f2, but the heighth2srxyd of the second layerygas
interface fluctuates aboutkh2s0dl  0 over the surface,
whereh2srxyd is assumed to be laterally isotropic [32] an
defined in a framesrxy , z0d in which capillary waves are ab
sent [i.e.,z0  z 2 hsrxyd]. If the two height distributions

FIG. 4. The ratio of measuredDIyI0 to the homogeneous
contribution in Fig. 3(b) for the PBLG bilayer atB. The fits
(—) in (a) are based on an inhomogeneous model Eq. (2) w
roughnesss2  2.2 Å and correlation lengthj  1150 Å for
the second layerygas interfacial height fluctuations. The sol
curves in (b) correspond to theDIyI0 ratio calculated for three
different values ofj.
3457
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hhsrxydj andhh2srxydj are statistically independent, then, i
the limit thatc2srxyd ; kh2srxydh2s0dl ø 1yq2

z , it can be
shown that the second term in the totaldsydV is given
by the convolution of the capillaryshd and the noncapillary
sh2d fluctuations in reciprocal space,

1
A0

√
ds

dV

!
1

>
Nf

2
2e2s

2
2 q2

z

2p

Z
q0

xy,qmax
d2q0

xy

3
h

q02
xy

√
q0

xy

qmax

!
h

C2sqxy 2 q0
xyd , (2)

wheres
2
2  kh2

2s0dl andC2sqxyd is the 2D FT ofc2srxyd
[33]. Assuming a simple exponentially decaying correl
tion functionc2srxyd  s

2
2 exps2rxyyjd, so thatC2sqd 

2ps
2
2j2f1 1 j2q2g23y2, the difference between measure

and theoreticalDIyI0 for a homogeneous PBLG bilayer a
various sets ofsa, bd has been simultaneously fitted to th
convolution of (2) with the resolution function. The rela
tive second-layer density was fixed at the XR-based va
of f2  0.80, and only the roughnesss2 and the correla-
tion lengthj were allowed to vary. The best fit is obtaine
with j  1150 Å s400 , j , 3200 Åd ands2  2.2 Å
s1.7 , s2 , 3.1 Åd. The ratio between theDIyI0 cal-
culated from the best fit to the excess scattering and
homogeneous contribution is plotted as the solid lines
Fig. 4(a) at variousa. The ratio is unity atb  a and
increases above unity asb moves away froma. The in-
verse width of the “valley” centered atb  a is a measure
of correlation lengthj. This is demonstrated in Fig. 4(b)
in which the ratios at three different values ofj are plot-
ted ata  1.8±. From the above analysis, we estima
the correlation length associated with the second-layer
homogeneity to be on the order ofj , 1000 Å, which is
about 80 times the rod diameter or about 7–8 times the
length of typical PBLG molecules.

In summary, we have proposed a sum rule that est
lishes the absolute magnitude of the capillary wave co
tribution to the differential cross section (1) for low-angl
x-ray scattering from liquid surfaces. Validity of the sum
rule is demonstrated by the excellent agreement betw
measurements on a bare water surfacefF0sqzd  1g and
a PBLG monolayerfF0sqzd fi 1g and intensitiesDIyI0
calculated by numerical convolution of (1) with the slit
defined resolution function. Analysis of excess diffus
scattering from a PBLG film compressed beyond t
elastic limit of the monolayer established the possibili
for quantitative characterization of noncapillary inhomo
geneities on liquid surfaces. On the basis of the ana
sis leading to Fig. 4 surface fluctuations with 2D correl
tion lengths between,100 Å and 1 mm can readily be
studied.
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